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Исследование физико-механических свойств архивных широкоформатных фильмовых материалов на триацитатной основе

Аннотация

В статье приводятся результаты исследования физико-механических свойств широкоформатных фильмовых материалов на триацетатцеллюлозной основе, таких как: термостатная усадка (продольная и поперечная), ширина плёнки, шаг перфорации, скручиваемость, ударная прочность, коэффициент трения, электростатическое сопротивление, адгезия, которые обеспечивают нормальное прохождение 65/70-мм архивных киноплёнок в лентопротяжном тракте сканера («Сканер-70»).
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Research of physical mechanical properties of archival wide-screen films on the triacetate base
Abstract

The article contains the results of research of physical mechanical properties of wide-screen films on the triacetate cellulose base, such as: thermostatic shrinkage (longitudinal and cross-section), width of a film, a punching step, twisting, shock durability, factor of a friction, electrostatic resistance, adhesion, which allow a free passage 65/70-mm of archival films through a film driver of the scanner («Сканер-70»). 
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